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SPECIFICATION OF CABLE JELLY 

 

GENERAL DESCRIPTION OF CABLE JELLY 

 

CABLE JELLY IS A CHEMICALLY STABLE MIXTURE OF SOLID, SEMI-SOLID AND LIQUID 

HYDROCARBONS. THE CABLE JELLY IS FREE FROM IMPURITIES, HAVE A NEUTRAL SMELL AND 

CONTAIN NO MOISTURE. 

 

IN THE COURSE OF PLASTIC TELEPHONE COMMUNICATION CABLES, PEOPLE COME TO REALIZE 
THAT DUE TO PLASTIC HAS A CERTAIN MOISTURE PERMEABILITY, RESULTING IN THE CABLE 
THERE ARE PROBLEMS IN WATER TERMS, OFTEN RESULTING CABLE CORE IS WATER 
INTRUSION, THE IMPACT OF COMMUNICATION, INCONVENIENCE OF PRODUCTION AND LIFE. 
IN ADDITION, PINHOLES AND LOCAL DAMAGE PLASTIC SHEATH MAY RESULT IN MOISTURE 
FROM ENTERING THE CABLE CORE, THE CABLE ELECTRICAL CHARACTERISTICS DETERIORATE. 
IT FURTHER FOUND THAT THE CABLE JACKET DAMAGE IS NOT NECESSARILY THE PLACE 
WHERE THE TRANSMISSION CHARACTERISTICS DETERIORATE, WHICH GIVES THE CABLE 
MAINTENANCE AND TROUBLESHOOTING A LOT OF TROUBLE, SO IN THE MANUFACTURING 
PROCESS OF THE CABLE, USUALLY THREE WAYS TO ENSURE MOISTURE-PROOF AND 
WATERPROOF CABLE THAT IS INFLATED OR FILLED WITH PETROLEUM JELLY USING SUPER-
ABSORBENT MATERIAL, WHICH WITH PETROLEUM JELLY AT HOME WITH A LITTLE BIT MORE 
COMMON. PETROLEUM JELLY FILLED CABLES, FIBER OPTIC CABLE ALL THE GAP, AMONG 
WATERPROOF SEAL PLAYS THE ROLE OF THE OPTICAL FIBER FROM THE EXTERNAL 
ENVIRONMENT, EXTENDING ITS LIFE, AND NO MAINTENANCE, CAN MAINTAIN LONG-TERM 
STABILITY AND RELIABILITY OF FIBER OPTIC TRANSMISSION . 

 

 

 

http://www.paraffinoils.com/petroleum.htm
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USES OF CABLE JELLT 

 

IN THE CABLE INDUSTRY, CABLE JELLY IS USED PRIMARILY FOR THE PRODUCTION OF PHONE 
CABLES WITH COPPER WIRING, CABLE JELLY IS ALSO CLASSIFIED AS PETROLATUM FILLING 
COMPOUNDS. 

 

 

PACKING OF CABLE JELLY 

 

CABLE JELLY SHOULD BE PACKED IN STEEL DRUMS OR FLEXI TANK TO AVOID ANY LEAKAGE 
DURUING TRANSPORTATION 

 

 

GUARANTY/WARRANTY OF CABLE JELLY 

 

ATDM GUARANTY THE QUALITY OF CABLE JELLY WITH ARRANGEMENT OF INTERNATIONAL 
INSPECTOR TO CHECK QUALITY AND QUANTITY OF THE CABLE JELLY DURING THE LOADING 
TO VESSEL AND CONTROLLING THE PRODUCTION BY QC BY BATCH TEST REPORT BEFORE 
SHIPPING. ATDM GUARANTY THE QUALITY TO MEET WITH ASTM . 

ANALYSIS OF CABLE JELLY 
 

 

  KINEMATIC  DRPO PHASE TOTAL FLASH PENETRATION 

http://www.paraffinoils.com/petroleum-jelly-cosmetics.htm
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 CHARACTERISTIC VISCOSITY  MELTING SEPERATION ACID POINT  ˚C ( 0.1 mm) 

    POINT  NUMBER   

 GRADE/METHOD ASTM D-445  ASTM D-127 IEC/811-5-1 ASTM D- ASTM D-92 ASTM D-937 

      974-97   
 

FILLING MIN 150      
 

COMPOUND CST AT MIN 90 ˚C ACCORDING MAX0.05 MIN 224 MIN 50 
 

(PJT10) 120 ˚C  TO TEST MGKOH/   
 

   METHOD AT GR   
 

   70 C    
 

FILLING MIN 25  ACCORDING    
 

COMPOUND CST AT MIN 80 ˚C TO TEST MAX0.05 MIN 200 40-60 
 

(PJT60) 100 ˚C 
 METHOD AT 

MGKOH/ 
  

 

 

50 C 

  
 

   GR   
 

FLOODING 200-250      
 

COMPOUND CST AT MIN100 --------------- ---------- MIN 200 ----------------- 
 

(PFLA) 120 ˚C ˚C     
 

 

 

 

OUR APPROVALS 



 
 

 

 

 

 

 
4 

 
 

 

 

 

 

 


