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NO. Test (wt%) Test method Test result

1 Ash content ASTM- D3174 1~15%

2 Moisture content ASTM- D3174 1%

3 Solubility in CS2 ASTM-D4 85~98

4 Volatile matler 900C/min ASTM 3175 44

5 C Element Analyzer 54

6 H Element Analyzer 6.5

7 N ASTM-D3228 0.68

8 S IP242 4+2

9 O Element Analyzer 5.1

10 Softening point ————– 180-230

Specification of Amorphous Graphite powder




