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Specification Value
Appearance Black granular

Iodine absorptions, g/kg 85-95

CATB absorptive specific surface area, 103 
m2/kg 88-98

DBP absorption, 10-5 m3/kg 115-125

Absorptive specific surface area, 103 m2/kg 91-101

Tinting strength, % 105-115

Compressed sample DBP absorption, 10-5 
m3/kg 96-106

Heat loss, % 2.5 max.

Ash, % 0.5 max.

Residue on 45µm sieve, % 0.1 max.

Residue on 500µm sieve, % 0.001 max.

300% modulus at a definite elongation, MPa -0.5-1.5
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