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Unit Result

Appearance – Free Flowing Powder, free of 
contamination

Density Gr/cm3 0.99
P2O3 % 56.65
Moisture % 0.02
PH Value % 9.8
Phase % 34
Insoluble Matter % 0.25
Loss of Ignition % 0.08
Purity % 96.31
Other Phosphates % <4
Particle Size % Mesh 20 2 %
Mesh 40 3 %
Mesh 100 28.58
Mesh 200 38.34
Fine 28.08
Heavy Metals Ppm <3
Fe % 0.012
Arsentc Ppm <5
Whiteness – 89.43
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