
TEST RESULT

Vis. @ 100 oC 15-50 cSt.

Density @ 15 oC 1000 Kg/m3

BMCI 80-100

Sulfur Percent 4%

Sodium Nil

Potassium Nil

Fraction Compound C A = 35  C N = 30  C P = 35

Flash Point     oC Min. 204

VGC 0.971

Aniline Point max. 24

Pour Point oC    30

Specification of  Automatic RPO Light Viscocity
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