
Property Unit
Test 

Method

Specificatio

n

Typical 

Result

Color –
ASTM D-

1500
Max 2 1.8

Kinematic 

viscosity at 

100°C

mm2/s (cSt)
ASTM D-

445
Min 11 11.2

Viscosity index –
ASTM D-

2270
Min 87 88

Flash point °C
ASTM D-

92
Min 235 245

Pour point °C
ASTM D-

97
Max -3 -4

Specification of  Base Oil SN500
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