
SPECIFICATION TEST METHOD RESULTS

Oil content ASTM D-721 2.30%

Melting point ASTM D87- 09 62 C

SP.gr @ 60 F ASTM D-2726 0.83 gr/cm3

Color ASTM D-1500 White

FLASH POINT ASTM D 93-13 250 C

Specification of  Semi Refined Paraffin Wax 3-5% Oil Content 
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